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.breventivé.:é.ﬁ'd- Fub it on the rusted surface. It would ve;hish within 30 seconds
of application.

In case the rusting is deep with pitting, follow the described process:
1.Prepare separate water tanks or baths using

a.Rust Converter Rr500

b. Water

b.Neutralizer NN 500

c.Rinsing Water

d.Rust Preventive 135 E/ CL

2.Put Rust Converter Solution in the tank

3.Dip the metal into the RUST CONVERTER tank.

4.The reaction will start with release of gas bubbles.

5.Keep checking the component for complete conversion of rusting

6.When the rust is converted into metal, take the component out and

transfer to tank containing water and rinse throughly.

7.Then transfer the component to the neutralizer to de-activate the surface
and stop the reaction.

8. After Neutralizing rinse & wash the component with water thoroughly.
8.Take the component out of cleaning tank and apply rust preventive RUST-X
135E oil immediately

by dipping in the rust preventive. This will neutralize the surface, de water the
surface, and will form

a rust preventive layer on the surface.

The metallic component is now, as good as NEW.
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Rust free after 3 mins.
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